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This report may be reproduced, as long as it is presented in its entire form, without written permission of Centexbel.
The results of the analysis cover the received samples. Centexbel is not responsible for the representativeness of the samples.
In assessing compliance with the specifications, we did not take into account the uncertainty on the test results.
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Reference: T1610135 - SKIN OFFWHITE 63
T1610136 - SKIN RED 59
T1610137 - SKIN ANTHRACITE 68

Reaction to fire tests wall coverings - Determination of the burning behaviour using a
radiant heat source

Standard used EN 13823 (2010)

Product standard EN 13501-1 (2007) + A1 (2009)
Performed in an external lab CREPIM

Annex 1 Report 1039 61 146 A .pdf

Centexbel is not responsible for the test results

Performed in an external lab
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Reaction to fire tests wall coverings - Determination of the burning behaviour using a
radiant heat source
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Performed in an external lab



